
MS0802 MS0805 MS0825 MS0830 MS0870 OL1170 PM1285 SO1455 SO1458

EPDM √

50 wt%

√

50 wt%

√

50 wt%

PMMA √

10 wt%

√

20 wt%

LDPE √ √

Nylon
6

√

10 wt%

√

10 wt%

PBAX √

50 wt%

PET √

5 wt%

√

5 wt%

PMMA √

10 wt%

√

20 wt%

PP √ √

10 wt%

√

30 wt%

√

10 wt%

PS √

50 wt%

PU √

10 wt%

√

10 wt%

√

10 wt%

The above number denotes the maximum POSS®

weight % incorporation with polymer systems via
twin screw compounding determined to date
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